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Polytriphenylamine (PTPA), a Schiff base polymer containing triphenylamine (TPA) segments andwhosemono-
mer contains triphenylamine and thiophene end groups, was synthesized. The monomer structure enabled the
polymerization to be performed under conditions similar to those of thiophene.
Oxidative coupling using FeCl3 as oxidizing agent in anhydrous CHCl3 medium was employed for the polymer
synthesis. Scanning electron microscopy, fluorescence spectroscopy, and cyclic voltammetry were used to char-
acterize the polymer. PTPA exhibited high thermal stability with a mass loss of 13.3 % at 546.5 °C. The fluores-
cence spectrum showed emission at 300–550 nm and the optical band gap was found to be 2.6 eV. It was also
established that PTPA forms complexes with Lewis acids, e.g.MoO3 and CuI. Its absorption bandwidened and ex-
tended up to the near-IR. It was seen that PTPA is rich inπ-electrons and thus can act as electron donor. The value
of theHighest OccupiedMolecular Orbital (HOMO)was−5.35 eV indicating its potential application in optoelec-
tronic devices. An attempt was alsomade to investigate the photovoltaic potential of PTPA. Organic photovoltaic
devices with various buffer layer structures, namely ITO/CuI/PTPA/C60/BCP/Al, ITO/MoO3/PTPA/C60/BCP/Al, and
ITO/MoO3/CuI/PTPA/C60/BCP/Al, where ITO stands for indium tin oxide and BCP for bathocuproine, were utilized
for the studies. Power conversion efficiency of these devices ranged between 0.21 and 0.43% under simulated AM
1.5 illumination (100mWcm−2). This result proved that polymers containing TPA in themain chain hold prom-
ising properties that would allow their use in photovoltaic devices.

© 2014 Elsevier B.V. All rights reserved.
1. Introduction

Photovoltaic cells made of conjugated polymeric materials hold
promise as an alternative source to generate electrical power [1,2]. Syn-
thesis of linear and tri-branched copolymers based on triphenylamine
(TPA) as undoped emitting materials and their application in light emit-
ting diodes [3] have been reported. Single-layer electroluminescent de-
vices having the copolymers and polyvinylcarbazole or poly(3,4-
ethylenedioxythiophene) as buffer layer, employed as non-doping red-
orange emitter as well as electron and hole transport materials, have
also been reported. In such single layer devices, preliminary results
showed a maximum efficiency of 0.052% [3]. Various other
triphenylamine–thienylenevinylene systems as donor materials in
heterojunction solar cells were also reported [4]. Besides, star-shaped
molecules based on a triphenylamine core with various combinations
of thienylenevinylene conjugated branches and electron-withdrawing
indanedione or dicyanovinyl groups have been described too. The re-
ported UV-vis absorption and fluorescence emission data of these mate-
rials indicated that the introduction of electron-acceptor groups induces
an intramolecular charge transfer causing a shift in the absorption onset
toward longer wavelengths. Thus, the introduction of electron-acceptor
groups in the donor structure induces an extension of the photoresponse
in the visible region leading to an increase of the maximum external
quantum efficiency and open-circuit voltage under white light illumina-
tion. These effects contributed to achieving a conversion efficiency of
1.20% [4]. Other TPA-derivatives of low molecular weight have also re-
vealed diode properties. Higher electrical conductivity and photocurrent
observed in these materials were ascribed to TPA units [5].

A series of poly(azomethines)with TPA units in themain chainwere
found to emit blue light and their photoluminescence to decrease from
30 to 20 % owing to the effect of several organic dopants [6]. Amine
groups functionalized TPA was used in the synthesis of these
poly(azomethines). 4,4′-Bisamine-triphenylamine condensed with
several aromatic dialdehydes exhibited great hole driftmobility indicat-
ing they may be utilized as hole transport layer. In addition, they
showed remarkable heat resistance [7,8]. Reports about non-
polymeric molecules with excellent electron injection properties are
also available. This property is attributed to the high electron donor
ability of TPA units in the molecules core [9]. Polymers with low band
gap (1.65–1.67 eV) and broad absorption band, with extended edge
up to 800 nm, were also reported and tested in photovoltaic devices
with power conversion efficiency greater than 1.1% [10].

http://crossmark.crossref.org/dialog/?doi=10.1016/j.tsf.2014.04.071&domain=pdf
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Fig. 1.Monomer and polymer synthesis scheme.
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In this context the aim of this investigation is to study a Schiff base
polymer containing TPA units in themain chain. Themonomer contains
terminal thiophene moieties that enable its polymerization in condi-
tions similar to those of thiophene. The polymer was characterized by
elemental analysis, thermogravimetry, cyclic voltammetry and spec-
trometry. Furthermore, efforts were made to test the organic semicon-
ductor polymer in photovoltaic devices with different structures
containing buffer layers of two Lewis acids, namely MoO3 and CuI.

2. Experimental

2.1. Measurements

Fourier transform infrared spectroscopy (FT-IR) spectra were re-
corded on a JASCO FT-IR 4200 spectrometer. Nuclear Magnetic Reso-
nance (NMR) spectra were recorded using tetramethyl silane as
internal reference on a 400MHz Bruker spectrometer. Elemental analy-
ses were conducted on an EA-1108 Fisons Elemental Analyzer. UV–Vis
spectra were run on a Perkin-Elmer Lambda 35UV/VIS spectrometer.
The spectrum of a 67 mg L−1 polytriphenylamine (PTPA) solution was
run in dimethyl sulfoxide (DMSO). Optical measurements using the
photovoltaic devices were conducted at room temperature using a
Carry spectrometer. Fluorescence spectra were recorded on a Jasco FP-
6200 spectrofluorometer using a 10 mg L−1 PTPA solution in DMSO.
Thermogravimetric measurements were carried out on a Thermogravi-
metric Analyzer Netzsch Iris TG 209 F1. The sample (3 mg) was placed
on the balance pan and heated, under nitrogen flow (250 mL min−1),
between 30 and 550 °ºC at 20 °C min−1 heating rate to obtain the cor-
responding thermal decomposition profile.

Electro-polymerization was performed using a standard three-
electrode cell. The working electrode was a 1.0 × x 0.5 cm2 indium
tin oxide (ITO) coated glass substrate; the counter electrode was a Pt
wire, and the reference electrode Ag/AgCl. Unless otherwise stated, all
potentials quoted in the currentwork are referred to this reference elec-
trode. Monomer electropolymerization was accomplished from an
anhydrous CH3CN solution containing 67 mg L−1 of monomer and
0.05 M tetrabutylammonium hexafluorophosphate (TBAPF6) as sup-
porting electrolyte. Cyclic voltammograms were recorded at 50 mV s−1

scan rate.

2.2. Photovoltaic devices preparation

The 25 mm × 25 mm ITO coated glass substrates used as anode in
this study were purchased from SOLEMS. Some ITO needed to be re-
moved to prepare the cell. After coating 20 mm × 25 mm of the
25 mm × 25 mm plate with tape, ITO was removed using Zn powder
and diluted HCl. After scrubbing with soap, the whole substrate was
rinsed with distilled water, dried and then placed into a vacuum cham-
ber. Several layers were deposited upon the substrate by high-vacuum
sublimation at 10−4 Pa. The layers were deposited in the following
order: MoO3 and/or CuI, PTPA, fullerene (C60), bathocuproine (BCP)
and aluminum. MoO3 and/or CuI, the anode buffer layer, improves
hole collection across the ITO/PTPA interface [11]. PTPA is the
electron-donor and C60 the electron-acceptor. The BCP layer, called the
exciton-blocking layer, improves the electron donor (ED) contact. Alu-
minum is the cathode. The effective area of each cell was 0.16 cm2. In
situ thin-film thickness was estimated using a quartz monitor. Finally,
the cell arrangement was: ITO/CuI/PTPA/C60/BCP/Al; ITO/MoO3/PTPA/
C60/BCP/Al; and ITO/MoO3/CuI/PTPA/C60/BCP/Al. The characteristics of
the photovoltaic cells were measured using a calibrated solar simulator
(Oriel 300W) at 100mWcm−2 light intensity adjustedwith a reference
cell (0.5 cm2 CuInGaSe2 solar cell, calibrated at NREL, USA). Measure-
ments were conducted under ambient conditions.

Morphology of the different structures used as anodewasmonitored
using scanning electron microscopy (SEM) on a JEOL 7600F scanning
electron microscope at the Micro characterization Center of Nantes
University.

2.3. Reagents

Aniline, p-fluoro-nitrobenzene, CsF, DMSO, Pd/Carbon 10%, hydra-
zine monohydrate, and thiophene-2-carboxaldehyde were purchased
from Sigma-Aldrich. FeCl3, benzene and p-toluensulfonic acid were
from Merck.

4,4′-Bisamine-triphenylaminewas prepared in two steps; in thefirst
one the dinitro compound was synthesized while in the second the di-
amine compound was prepared. The dinitro compound was reduced
using hydrazine and 10% Pd/Carbon as catalyst. The obtained 4,4′-bis
amino-triphenylamine was condensed with 2 mol of thiophene-2-
carboxaldehyde to afford the monomer. The polymer was synthesized
by oxidation with FeCl3 according to Fig. 1.

3. Synthesis

3.1. Synthesis of 4,4′-bisdinitro-triphenylamine:

In a 50-mL round-bottom flask, fittedwith a reflux condenser, 6.08 g
CsF and 28 mL DMSO were placed. The mixture was stirred at room
temperature for 30min and then heated for 10min under stirring. Sub-
sequently, 1.88 g of aniline and 2.88 g of p-fluoro-nitrobenzene were
added. The mixture was then refluxed under stirring for 7 h (checked
by TLC, spotted using acetone and eluted with CHCl3/n-hexane (3 + 3
v/v)). Thewarmmixturewas poured into 30mLmethanol, left standing
for 1 h, and finally filtered. The yellow solid thus obtained was washed
with the filtrate and then with a little of cold methanol. The di-nitro-
compound was oven-dried at 40 °C for 2 h. 2.45 g (38% yield) was ob-
tained; mp 196–197 °ºC. Elemental analysis was C 64.37; H 3.85; N
12.75 and O = 19.3% (by difference). The obtained mol/mol ratios
were C/N 18/3.05 and C/O 18/3.99. FT-IR (KBr): C–H at 3104 cm−1

and 3070 cm−1, C_C at 1599 cm−1 and 1499 cm−1, γC–H (para-
disubstitution pattern) at 843 cm−1, andγC–H (mono-substitution pat-
tern) at 749 cm−1 and 699 cm−1.

3.2. Synthesis of 4,4′-bis amino-triphenylamine

A 250 mL round-bottom flask, equipped with a reflux condenser,
was charged with 4.3 g dinitro compound, 140 mL ethanol, and
210mg 10% Pd/C catalyzer. The mixture was stirred and heated to boil-
ing and 4.2 g hydrazine monohydrate was then slowly added and next
refluxed for 215 min (checked by TLC, line spotted using acetone and
elutedwith ether). Thewarmmixture was filtered using a Buchner fun-
nel. The filtrate was then concentrated by evaporation until ca. 40% of
the total volume remains. The mixture was subsequently cooled at



Fig. 2. PTPA FT-IR spectrum.

Fig. 4. PTPA thermogram.
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room temperature (90 min), filtered using a Buchner funnel and the
resulting solid washed with mother-liquor and finally with a little vol-
ume of cold ethanol. The diamine compound was oven-dried at 50 °C
for 2 h. Yield 59% (2.08 g). mp = 177 °C (decomposed). 1H NMR
(DMSO-d6): monosubstituted phenyl ring, T (1H, 6.69 ppm), T (2H,
7.08 ppm), d (2H, 6.76 ppm), p-disubstituted two rings; d (4H,
6.65 ppm), d (4H, 6.87 ppm), s (4H, 4.60 ppm). Elemental analysis: C
78.89; H = 6.43; N = 15.41; ratios mol/mol found C/N = 18/3.01 and
C/H = 18/18. FT-IR (KBr): νNH2 at 3418, 3339 and 3204 cm−1, νCH
at 3050 and 3030 cm−1, νC_C at 1618, 1603 and 1494 cm−1, νCN at
1330 cm−1, γCH (para-disubstitution pattern) at 828 cm−1, and γCH
(mono-substitution pattern) at 754 and 694 cm−1.

3.3. Monomer synthesis

A 50mL round-bottom flask, fitted with a Dean-stark trap and reflux
condenser, was charged with 0.60 g of 4,4´- bis amino-triphenylamine,
30 mL benzene and 80mg p-toluensulfonic acid as catalyst. The mixture
was heated and then 0.51 g of 2-thiophenecarboxaldehyde dissolved in
12 mL benzene was added under stirring. The mixture was refluxed for
90min (checked by TLC, elutedwith CHCl3). The hotmixturewasfiltered
and the solvent removed from the filtrate. The residue was dissolved in
the minimum possible amount of hot benzene and the resulting black
solid was precipitated by adding n-hexane. The supernatant was poured
Fig. 3. 1H NMR spectrum PTPA in DMSO-d6.
into a flask and the solvent wholly removed. The obtained yellow solid
was dissolved in the minimum amount of acetone and the monomer
precipitated by addingwater. The yellow solidwas separated by vacuum
filtration and finally air-dried. Yield 0.25 g. 1H NMR (DMSO-d6): m(3H,
7.08 ppm), T(2H, 7.35 ppm), d(4H, 7.05 ppm), d(4H, 7.25 ppm), Imine
s (2H, 8.82 ppm), d(2H, 7.65 ppm), T(2H, 7.35 ppm), d(2H, 7.80 ppm).
Elemental analysis: C 72.4; H 5.4; N 9.0; S 13.0%. mol/mol ratios C/N
28/2.98; C/H 28/25 and C/S 28/1.9. mp 74-75 °C. FT-IR (KBr): νCH at
3070 and 3025 cm−1, νCH_N at 1614 cm−1, νC_C at 1593 and
1494 cm−1, νCN at 1315 cm−1, γCH (para-disubstitution pattern) at
843 cm−1, γCH (benzene ring mono-substitution pattern) at 754 and
694 cm−1; and γCH (thiophene ring mono-substitution pattern) at
708 cm−1.

3.4. Polymer synthesis

In a 50 mL round-bottom flask, fitted with reflux condenser, 52 mg
of monomer and 16 mL of dried CHCl3 were placed. The mixture was
boiled and under stirring the warm supernatant (6 mL) was poured
into a solution of 0.20 g of anhydrous FeCl3 dissolved in 8 mL of dried
CHCl3. This mixture was refluxed for 120 min (checked by TLC, eluted
with CHCl3) and then filtered utilizing a Buchner funnel. The final prod-
uct was a black solid that was thoroughly washed with CHCl3 and then
oven-dried at 30 °C. Yield 48 mg.

4. Results and discussion

4.1. Polymer characterization

Monomer and polymer synthesis scheme is shown in Fig. 1. 4,4′-
Bisaminotriphenylamine synthesis has been reported [12] and despite
one synthesis step was not reproducible, the synthesis was finally
achieved using the modified Liou et al. approach [13]. The monomer
synthesis was conducted by condensation of the diamine compound
with 2mol of thiophene-2-carboxaldehyde in non-polarmedium (ben-
zene). In polar solvents the synthesis is not possible because of compo-
nents separation and subsequent precipitation of a byproduct.
Monomer yield was low because loss occurs by the formation of a
difficult-to-break adduct with the catalyst which, in addition, proved
to be insoluble in the reaction medium. Monomer characterization by
FT-IR and 1H-NMR spectroscopy and elemental analysis agrees well
with the thought structure.

Polymer synthesis was complicated because the monomer does not
polymerize in the presence of small amounts of water and decomposes,
through imine groups, after long stay into the reactionmedium. The op-
timum reaction time was 2 h. Fig. 2 shows the FT-IR spectrum of the
polymer and the more significant bands were νCH at 3080 and
2926 cm−1, νCH_N at 1644 cm−1, νC_C at 1584 and 1489 cm−1,
νC–N at 1325 cm−1, γCH (para-disubstitution benzene pattern) at
828 cm−1, and γCH (di-substituted thiophene ring) at 738, and
694 cm−1 [14,15]. PTPA elemental analysis was C 55.9, H 3.4, N 7.5,
and S 9.1 % and the obtained mol/mol ratio C/N 28/3.2; C/H 28/20;
and C/S 28/1.7. These results corroborated the proposed structure. How-
ever, the percentage of sulfur is slightly low due to cleavage of some

image of Fig.�2
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Table 1
Typical cell parameters.

PTPA thickness (nm) Voc (V) Jsc (mA cm−2) FF (%) η Rs (Ω) Rsh (Ω)

10 0.225 1.04 41.5 0.10 3.3 755
20 0.370 2.56 45 0.43 5.3 760
25 0.430 1.43 36 0.22 22 750

Fig. 5. Electropolymerization (CV) of 67 mg L−1 monomer in 0.05 M TBAPF6 supporting
electrolyte in dry acetonitrile.
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bonds. The presence of the imine group (–CH_N) in the polymer was
confirmed by 1H NMR spectroscopy. Fig. 3 shows the spectrum and
the prominent peak associated to the imine group that appears at
10ppm.Other peaks between 6.5 and 8.3 ppmare associated to aromat-
ic CH. The peak at 2.6 ppm corresponds to the deuterated solvent and
the one at 3.5 ppm to water in the solvent.

Prior to vacuum sublimation for polymer thin film deposition, the
thermal stability of the polymer was studied by using thermogravimet-
ric analysis. Fig. 4 shows PTPA thermogram. The polymer exhibited a
high heat resistance since above 546.5 °C 13.3% weight loss occurred
and at 520 °ºC the loss was 10%. Given that during polymer sublimation
the temperature was not higher than 250 °C, the deposition process is
not expected to induce polymer degradation.

Fig. 5 shows PTPA cyclic voltammograms. Two main redox curves
were obtained, with oxidation peaks at 0.95 and 1.45 V.

It is seen that as the number of cycles increases so does the current,
evidencing the semiconductor properties of the material. On increasing
the number of cycles, both peaks at 0.95 V and 1.45 V shifted toward
more cathodic potential, indicating conjugation increase [15].

The onset of monomer oxidation was found to take place at ca.
0.75 V and the first oxidation peak potential occurred at 0.95 V. The
values are slightly similar to those of thiophene derivatives bonded to
electron-donor groups [16,17]. The oxidation peak at 1.45 V that ap-
pears as a wide wave in Fig. 5, corresponds to a polymer whose struc-
ture contains different conjugation lengths. Different conjugation
lengths in poly(thiophene) was reported by Link et al. [15]. Highest Oc-
cupied Molecular Orbital (HOMO) can be inferred from the cyclic
Fig. 6. PTPA spectra in DMSO: a) absorption, b) fluorescence emission.
voltammogram [18] according to the equation below and was found
to be −5.35 eV.

E HOMOð Þ ¼ Eoxð Þonset þ 4:4
� �

eV ¼ 0:95þ 4:4ð Þ ¼ −5:35 eV:

Fig. 6 shows PTPA absorption and emission fluorescence spectra. The
absorptions correspond to π–π* and n–π* transitions. The excitation
wavelength was 310 nm. Besides, it was observed that PTPA presented
a wide emission spectrum between 310 and 550 nm.

For optical band-gap (Eg) measurements an approximation of the
Tauc equation [19–24] with data obtained by UV–Vis spectrometry
was employed

A ¼ B hν−Eg
� �1=2

=hν

where A is absorbance, Bmaterial constant, h Planck constant and ν fre-
quency. If A=0, hν=Eg. The optical band-gap is then obtained by plot-
ting (A hν)2 vs. hν to give 2.6 eV. Using the HOMO value and this band
gap, the corresponding Lowest Unoccupied Molecular Orbital (LUMO)
was worked out as −2.75 eV.

4.2. Organic solar cell performance

Firstly, the thickness of the polymeric filmwas optimized. MoO3/CuI
bilayer was used as anode buffer layer. Typical parameters evaluated for
the assembled organic photovoltaic cells devices, namely open circuit
voltage Voc, short circuit current Jsc, fill factor FF and power conversion
efficiency η, are included in Table 1. Besides, series (Rs) and shunt
(Rsh) resistances are included. 1/Rs and 1/Rsh are defined as the slope
at the short circuit point and at the open circuit voltage and are, respec-
tively, the inverse value of Rsh and Rs of the equivalent circuit scheme of
a solar cell [25].

From Table 1, it can be inferred that the optimum thickness of the
polymer layer was 20 nm. For thinner films, light absorption is insuffi-
cient and therefore Jsc as well as Voc decrease. For thicker films the con-
ductivity of the organic material is low and the Rs value increases
significantly provoking a sharp decrease of FF and Jsc.
Fig. 7. Typical J–V characteristic of glass/ITO/ABL/PTPA/C60/BCP/Al structures, in the dark
(full symbol) and under illumination of AM1.5 solar simulation (hollow symbol).
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The performance of organic photovoltaic cells using different anode
buffer layers (ABL) are presented in Fig. 7. It can be seen that the most
varying parameter is Jsc. The worst result was obtained with MoO3

alone as anode buffer layer while the best result was achieved with
the MoO3/CuI bilayer. In order to understand this behavior, ITO/ABL/
PTPAmultilayer structureswere characterized by SEM, optical and elec-
trical measurements.

As shown in Fig. 7, Jsc was the parameter that underwent the most
significant improvement.

To understand the effect of the different ABL, a specific investigation
concerning to surface morphology of the PTPA films after deposition on
Fig. 8.Micrographs of sublimated material in the presence of a) CuI, b) MoO3, and
c) MoO3/CuI layers.
different ITO ABL anodes was conducted. The surfacemorphology of the
different films is depicted in Fig. 8. It was observed that when sublimat-
ed upon the different anode buffer layers, the morphology of the poly-
meric materials remained almost unchanged.

Another likely improvement is absorbance increase of the organic
layer when deposited on a specific ABL. For instance, the absorbance
of copper phthalocyanine (CuPc) films is significant when deposited
on CuI ABL [26]. From Fig. 9 it seems that a slight absorbance increase
of the organic layer takes place when deposited upon MoO3/CuI. Such
increase may contribute to Jsc improvement, although the increase is
not high enough to justify the Jsc change observed in Fig. 7.

Another possible explanation is an enhancement of the organic layer
conductivity due to the influence of the CuI anode buffer layer on PTPA
properties. To check the conductivity of ED films, hole only structures
were prepared. The device was assembled using the same ITO coated
glass substrate than that used to fabricate organic photovoltaic cells.
After ABL deposition, a 30 nm thick PTPA film was deposited on it. On
top of the organic film, a 7 nm thick MoO3 layer was coated, followed
by the aluminum layer. J–V characteristics of devices with MoO3 and
CuI buffer layers were investigated and the results are seen in Fig. 10.
Charge transport in these devices is limited to holes. Electron injection
from the top can be neglected as a result of the large electron barrier
caused by the MoO3 interlayer. The device using CuI ABL exhibits the
largest current density at the same driving voltages as compared to a
device using MoO3 ABL. Clearly the conductivity is enhanced when CuI
ABL is employed in place of MoO3 and this may lead to a Jsc increase in
solar cells.

On the other hand, it has already been demonstrated that MoO3 en-
ables improving the band matching between anode and organic mate-
rials [11]. The sum of these effects justifies the increased efficiency
attained by utilizing a double MoO3/CuI ABL. Such structure allows
adding up the dual function of MoO3 and CuI, since MoO3 is very effi-
cient in reducing the hole-injection barrier, as compared to bare ITO,
while CuI improves the organic film absorption and conductivity.

5. Conclusions

A Schiff base polymer containing triphenylamine segmentswas syn-
thesized and characterized utilizing various spectroscopic techniques. It
was found that PTPA presents high thermal stability with a mass loss
13.3% at 546.5 °C. FT-IR and 1H NMR characterization revealed that
the synthesized polymer, as expected, corresponded to PTPA. The
HOMO energy level of PTPA was estimated to be -5.35 eV using cyclic
Fig. 9.Absorbance spectra of PTPA thin film deposited onto ITO/CuI (____), ITO/MoO3 (….)
and ITO/MoO3/CuI (- - -).

image of Fig.�8
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Fig. 10. Typical J–V characteristics of glass/ITO/ABL/PTPA/MoO3/Al structures, with ABL =
MoO3 (■) or CuI (▲).
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voltammetry. On the other hand, the measured PTPA band gap using
optical studies was 2.6 eV. Utilizing these HOMO and band gap values,
the LUMO energy level was worked out as‐2.75 eV. These values allow
considering the use of PTPA as an electron donor in organic solar cells.
Thermal stability studies of the polymer using thermogravimetric anal-
ysis demonstrated its high heat resistance, since just 10% of weight loss
occurred at 520 °C, while its sublimation temperature is only 250 °C,
which warrants PTPA deposition by sublimation without upsetting the
polymer.

Consequently, PTPA was employed in planar organic solar cells
through vacuum deposition. After optimization of the PTPA thickness
it was demonstrated that the highest efficiency is obtained when the
ABL is a MoO3/CuI double layer. Actually, CuI alone increases Jsc by im-
proving the organic film absorption and conductivity, while MoO3 is
highly efficient in reducing the hole-injection barrier. These results
proved this double ABL is effective not only with small CuPc molecules
but also with polymers such as PTPA.
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